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ALASKAN COPPER WORKS ALASKAN COPPER WORKS
3200 FACILITY , 3200 FACILITY
APRIL 14, 1995 APRIL 18, 1995
M40587 COMPOSITE M40935 GRAB
; VISUAL REPRESENTATION OF LAB RESULTS |
CHROME COPPER  NICKEL ~  ZINC CHROME ~ COPPER  NICKEL  ZINC
RESULTS ~ 5.00 2.00 4.20 0.11 RESULTS  14.00 4.40 11.00 0.26
LMITS  2.75 3.00 2.50 2.61 LIMITS 2.75 .- 3.00 2.50 2.61
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ALASKAN COPPER WORKS
3200 FACILITY
APRIL 19, 1995
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ALASKAN COPPER WORKS
3200 FACILITY
APRIL 20,1995

M41153 COMPOSITE

VISUAL REPRESENTATION OF LAB RESULTS |

RESULTS
LIMITS

CHROME ~COPPER  NICKEL  ZINC
13.60 1.20 2.80 0.10
2.75  3.00 2.50 2.61

CHROME - COPPER NICKEL ZINC
RESULTS 2.50 1.00 1.80 0.08 -
LIMITS 2.75 3.00 2.50 2.61
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ALASKAN COPPER WORKS
3200 FACILITY |
APRIL 21, 1995 |

M41161 COMPOSITE

ALASKAN COPPER WORKS
3200 FACILITY
APRIL 25, 19956

M41198 COMPOSITE

VISUAL REPRESENTA%TION OF LAB RESULTS

CHROME COPPER NICKEL ZINC CHROME - COPPER NICKEL ZINC
RESULTS 3.00 1.20 - 2.40 0.05 RESULTS 2.70 1.10 2.10 0.06
LIMITS 2.75 3.00 2.50 2.61 LIMITS 2.75 3.00 2.50 2.61
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ALASKAN COPPER WORKS
3200 FACILITY
APRIL 26, 1995
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ALASKAN COPPER WORKS
3200 FACILITY
APRIL 27, 1995

M41020 COMPOSITE

| VISUAL REPRESENTATION OF LAB RESULTS

RESULTS
LIMITS

CHROME . COPPER NICKEL ZINC
2.80 1.10 2.20 0.05
2.75 3.00 2.50 2.61

CHROME - COPPER NICKEL ZINC

RESULTS 3.90 1.60 3.20 -0.08

LiM
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ITS 2.75 3.00 2.50 2.61
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ALASKAN COPPER WORKS

| 3200 FACILITY

APRIL 28, 1995
M41052 COMPOSITE

| VISUAL REPRESENTATION OF LAB RESULTS

CHROME @ COPPER NICKEL ZINC

’RESU’LTS 2.10 1.00 1.80 0.05

LIMITS 2.75 3.00 2.50 2.61
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